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(57) ABSTRACT

Disclosed are polymers suitable for hydrophilically modi-
fying the surface of porous fluoropolymer supports, for
example, a copolymer of the formula:

Poly(C2-b-NPF6)

Also disclosed are a method of preparing the polymers, a
method of hydrophilically modifying porous fluoropolymer
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